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CUSTOMER NAME: DULIGHT SIGNAGE&FLAG MANUFACTURING CO., LTD. 

ADDRESS: 330 JINQUAN ROAD JINZHOU DISTRICT DALIAN LIAONING 

PROVINCE CHINA. 

 

Sample Name : PIPE MARKER 

Material and Mark : Polyester 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Date of Receipt  : Jun 28, 2022 

Testing Start Date  : Jun 28, 2022 

Testing End Date : Jul 15, 2022 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC StandardsTechnical  
Services Co.,Ltd. Dalian Branch 

 
cathie_zhang 

Authorized signatory 
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Neutral Salt Spray test: NSS 

Test method: DIN EN ISO 9227:2017 

Concentration of solution collected: (50±5)g/L NaCl 

Chamber temperature: (35±2) ℃ 

Volume of salt solution collected: (1.0~2.0) ml / (80cm2·h) 

PH of collected solution at (23±3) ℃: 6.5~7.2 

Treatment of specimens after test: allow them to dry for 0.5h to 1h before rinsing, clean them in 

running water (≤40℃), then dry immediately. 

Test result(s): 

Sample Exposure period Appearance 

1# 168h No visible change 

 
Neutral Salt Spray Test photos： 

  

Before test After test  

******** End of report******** 
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